
Table 1 
Wide Belt Sander Guidelines 

Belt Grit Depth of 
Scratch 

Turns of 
Handwheel to 
Remove 
Scratch from 
This Grit 

Maximum 
Stock 
Removal 

Turns of 
Handwheel 

60 0.013” 1-5/8 0.024” 3 
80 0.011” 1-3/8 0.020” 2-1/2 
100 0.007” 0-7/8 0.012” 1-1/2 
120 0.006” 0-3/4 0.008” 1 
150 0.004” 0-1/2 0.006” 3/4 
180 0.003” 0-3/8 0.004” 1/2 
220 0.002” 0-1/4 0.003” 3/8 
 

 


